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Compressive Strength ASTM-C170 10.987 10.912 11,636 psi 11,652 psi 13.725 13.208

Flextural Strength ASTM-C1028 3795 psi 3720 psi 3810 3785 N/A N/A

Co-Efficient of Fric9on ASTM-C1028 0,87 0,94 0,9 0,98 0,78 0,92

Water Absorp9on ASTM-C97 1.922gr/cm3 1.922gr/cm3 1.729 gr/cm3 1.729 gr/cm3 1.897gr/cm3 1.897gr/cm3

Freeze Thaw-ASTM-C666 Pass Pass Pass Pass Pass Pass

Density-ASTM-C97 3.351 gr/cm3 3.327 gr/cm3 3.481 gr/cm3 3.481 gr/cm3 3.498 gr/cm3 3.485 gr/cm3

Reac9on to Fire nonreac9ve nonreac9ve nonreac9ve nonreac9ve nonreac9ve nonreac9ve
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